Moisture/Adhesive Decision Tree

NOTE:

PLEASE REFERENCE ALL PROJECT CONTRACT DOCUMENTS AND SPECIFICATIONS

ALONG WITH SHAW INSTALLATION INSTRUCTIONS FOR COMPLETE DETAILS ON
ALL REQUIREMENTS INCLUDING THOSE NOT REFERENCED BELOW.
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IFTI - Independent Floor Testing & Inspection, Inc.

MVER - Moisture Vapor Emission Rate, measured by the Calcium Chloride Test

Surface Prep EXT™

/

Apply
MoistureTek™

/

Apply
USG Advanced
or ARDEX MRF
as necessary
for patch/skim coat

Y

Install
Shaw flooring using
Shaw 4151 Adhesive
for LVT, Sheet Vinyl, Carpet
Tile & Broadloom*

* Not for stretch-in patterned broadloom.

FOR ALL PRODUCT INSTALLATION GUIDELINES, PLEASE VISIT: HTTPS://DAVITA.SHAWCONTRACT.COM
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